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250 batch test
We started room temperature test on 250 
batch boards:

- 10 boards with HPK HR 50 um

- 18 boards with HPK HR 75 um

Reverse Bias – from 45 to 75 V

Forward bias  – fit from 5.2 to 6.0 mA
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Breakdown voltage

3

50 um 75 um



Quenching resistance
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50 um 75 um


